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40 Pale Oil

TEST TEST METHOD                    SPECIFICATIONS TYPICAL VALUES

MIN MAX

Viscosity, SUS at 100F ASTM D2161 42

Viscosity, SUS at 210F ASTM D2161 31.3

Viscosity, cSt at 40C ASTM D445 4.00 5.00 4.65

Viscosity, cSt at 100C ASTM D445 1.55

API Gravity, 60F ASTM D4052 26.8

Specific Gravity, 60F ASTM D4052 0.882 0.898 0.894

Density at 15C ASTM D4052 0.894

Density at 20C ASTM D4052 0.891

Aniline Point, F ASTM D611 135 145 139

Flash Point, F ASTM D93 240 244

Sulfur, PPM ASTM D2622 100 6

Color Saybolt ASTM D6045                  Report 20

Color ASTM D6045 0.5 L0.5

Pour Point F ASTM D7346 -75

Refractive Index ASTM D1747 1.485
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